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| ROBUCT BULLEE'N GYPSUM BACKERBOARD BULLETIM NO:  §-9
GYFSUM PROD':C_. 58" ACCQUSTIBAK (JL, OATE: : Y eE
TR/8" LATH, TYPE X PAGE: 1 ofF 3
APPROVA L5t - ‘ CANCELS: £-9
: '3‘,(;'}.\_’,6 - (7;;',’%]' AN ;\ L ASTM C442 DATE: 7/S/68
PRODUCING PLANTS: Long Beazh, Antioch, Ssaitle, Rosario, Jocksenville and Delanco
Long Juck-
Core Formuac (Pounds per MSF) Bc"cn Ar‘}ilﬁ::h Snettle Racario sonville Cclancq

Board Stucco ($-1, $-2) 1800-20:50 1800-2050 1800~2050 1800-2050 18002050 1800--2C

Paper Fiber (3-G1) 10-15  10-15  10-15  10-15  10-15  10-1§
Glass Fiber B-G-1}  6.0-6.5 6.05.5 6.0-6.5 6.0-6.5 5.0:6.5 6.0
Sterch - RM-B-11)  9.0-12.5 9.0-12.5 9.0-12.5 9.0-12.5 9.0-12.5 9.0~11
Dextrase (RM-5-3)  0-3 03 0-3 - 03 -3 0-3
Core Foaming Agent: ) 7
| ALS B-G-1)  0.2-1.0 | - - 0.2-1.0 0.2-1.0 .21

ALS (l%":Gr-I)r - 0.2-1.0  €.2-1.0 - - -
Lignin 8-G-1) 2.5-4.0  0-Af 5.0-€.0 2540 2.5-4.0 508
End Trim (B-G—T)- 20-38  10-36 2033 Mene  20-35  20-35
Potassium Sulfate (B-G-1).  0.5-2.0  ©-2.0 0.5-2.0  Jdone  0.5-2.0 0.5l
potardor  (B=G-1)  Name  0=0.5  Nome  0-0.8  Mems  None
Hydrated Line (RM;P-‘S) 0-1.2  0-1.2  0-1.2 (=12 0~1.2  0-1.1
Wotres: 1. Formulo shal! conform to UL Filz No, R3543, Section Z. |

20

Poper Liners: devtc::bzc;m Paper o bath sides. | én\xﬂ B-1-A, B, C) Greyback nc.i’:?:::r/ge

vsed on back of 4 widk Arou., bak,

OFEPATING SPECIFICATIONS: (Refer to Process 2ulletin B-G-2 for Ceneral Specification)

V. Slurry Seiting TTme, mingies 7 - 4-3/4

2. et Slurry Waight, {pounds per c. F ) ‘73 - 82
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2. Wel Cempressiva Shrengtt, p.s.i.
4. Edgas - Toncue and Greove for 24" nomina! widih

. TJongue cna Groove or Squarre for <8¢ \,,a{,,
Denote: ciicnge cr o"cn jon .
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results shell not exceed 300 seconds.

Dry Weight

Vet Weight

(Ll /MASF)

2380 ~ 2550
T 2450 Average

1 FRODUCT BULLFTIN | GYPSUM BACKERBOARD E CQULLETIN NO: -9
GYISUM PROD 5/8% ACCUSTIEAK (UL) DATE 9/22/70
/8" LATH, TVFEX PAGE: 2cfd
APPRO \’ALS | . | CANCELS: B-9
PV RS e ) DATE: 7/9/69"
(,, 1-'1 = el —
OPERATING ‘GP PECIFICATICNS: (Continuad)
5. Liner Abscrpiion Correction = if required, apply o 5.5 to 1.0 perceat solution of wetting
agent to the back ond faze of the Lath (See Process fwlletin BG-4}, Linar sbserption fe:

PRODUCT SPECIFICATIONS: (Refer to Product Bulletin 3G -4 for General Sp-ecif?ccricn;.)

Evaporaticn Loss . {ihs/FASF} 1150 ~ 1353

—

dg

33

$

£P VWi

Tongue & Groove or

Thickness -~ Avsrage ) {ich} WG05- 820
Thickness - individugl Recding (irch) Z.010 From Avarag sig
Edga: - 21 Yide Tongue & CEroove

~
ot

"‘,JC‘. o

£ &
Edge Hardness of Toke-(iFf {Bounds) £ .0 Miniraum
Frd Pesi Alfer Sowing {Inchy) /8 Maximum
Elasure! Strangth, Minimum _

Across Grain {Pounds) 165

Poraliel {(Pounds) 62
Betflection ot liraak, Minimum

Acrass Grain {Inch} 025

Paralie! fach) 0.5
Funch Test {Pounds) GO0 - 13C0
Twist Test, Maximum Split

Face (inch) 3/4

Back {tnch) 374
Mummer Loss Tast, Jadividval Test  {Decigrams, 5 Maxiraum

r A ot} i
*Denctes chonges or acditions,

KG2000988



APPROVALS:

5/8" ACOQUSTIBAK (UL}
5/8" LATH, TYPE X

DAY Ty ASTM G2

PRODIICT B{.J's.l-g N GYPSUM BACKERBOARD (
T GYPSUM FRODUCTS

I BULLETIN NG: p-9
DATE: 9/22/70
PAGE: Jaf3
CANTELS: g-2
DATE: 7/%9/59
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PRODUCT SPECIFICATIONS: (Continued)

Bond at High Humidity, Moximum Peel '

Face (Inch)

Back | C(inch)
Absorpfipn Rete, Faze &_Back {Seconds)
Face Printing Shall Read: 5/8% KAISER TYPE X

- e mme et em e

4.

BUNDLING:

1/2
/2
360

X IJAL ¥ISIV 48/5

T, Bundle 5/8" Acoustibak with appropriste 5/8" Acoustibak bundling tepe with UL labels.

2, Bundle 5/8" » 24" wide ¥ & G Lath, Tyne X, with

stemp tape in the eppropricte bionk, "ilain Lath",

s

*Indicates changes o additions.

Fireprosf Gypsum Orae Hous™ taps and

Hi

D=4

KG2000989

|
i
;

¥
t



